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FOSHAN LEISURE TOUCH FURNITURE CO., LIMITED
NO.6 STORE, 4TH FLOOR, (QIANGFA WOOD STORE), THE EAST SIDE OF DONGCUN VILLAGE SECTION,
GUANGZHAN RD, LECONG TOWN, SHUNDE DISTRICT, FOSHAN CITY,CHINA

Sample

Description

Style No.

Item No.

: BRUSHED ALUMINUM
: STAINLESS STELL COLOUR
: STAINLESS STELL COLOUR
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As above test item and its relevant information regarding to the submission are provided and confirmed by the
applicant. SGS is not liable to either the test item or its relevant information, in terms of the accuracy, suitability,
reliability or/and integrity accordingly.

Sample Receiving Date

Test Pe

rforming Date

hkkkkkkkkhkkhk

: Jun 10, 2022
: Jun 16, 2022 to Jul 06, 2022

Test Performed . Selected test(s) as requested by applicant
Test Result Summary
No. Test(s) Requested Result(s) Comments

1

Light Ageing Test-Xenon-arc Exposure
ISO 4892-2:2013 and ISO 105-A02:1993 Cor2:2005

Grey scale:5

/

For further details, please refer to the following page(s)

Signed for and on behalf of
SGS-CSTC Standards Technical Services Co., Ltd. Shunde Branch
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Test Report No.SDHL2206011583HI Date: Jul 06, 2022

Test Information:

Sample description: See photo

Test item: Light Ageing Test-Xenon-arc Exposure
Test method: 1ISO 4892-2:2013 and 1ISO 105-A02:1993 Cor2:2005

Test conditions:

Test cycle:

Test Result:

ISO 4892-2:2013 cycle 1
Irradiance: (0.51£0.02)W/(m2-nm)@340nm

102 min light at (65+3)°C BST, (50+10)% RH

18 min light and water spray
Filter: Daylight
Exposure period: 200h
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Sample Grey scale (see note 1)

A 5

Note: According to ISO 105-A02:1993/Cor.2:2005, the grey scale was determined under the D65 standard light,
with scale 5 as the best and scale 1 as the worst

Photo Appendix:

Original Sample Reference sample Tested sample
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***End of Report***
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